
 

Tests marked ‘Not UKAS Accredited’ in this report are not included in the UKAS schedule for this laboratory. Opinions and interpretations expressed herein 
are outside the scope of the UKAS Accreditation. The information contained within any report is based on current BVCPS UK Ltd knowledge and is given 
without guarantee. A satisfactory test report in no way implies that the product so tested is approved by BVCPS UK Ltd, UKAS or other body. 
A report is a confidential document to the person or firm to whom it is issued and it will be strictly treated as such by BVCPS UK Ltd. It may not be 
reproduced either in its entirety or in part and may not be used for advertising. The person or firm to whom the report is issued may however show it or 
send it, or a certified copy thereof prepared by BVCPS UK Ltd, for the information of his customer, supplier or other persons directly concerned. BVCPS 
UK Ltd will not, without the written consent of the person or firm, enter into any discussion or correspondence with any third party concerning the contents 
of the report. In the event of the improper use of a report, BVCPS UK Ltd reserves the right to withdraw it or adopt any other remedy which may be 
appropriate. samples submitted for testing are accepted on the understanding that the report issued shall not form the basis of or instrument for, any legal 
liability against BVCPS UK Ltd and applies specifically to the sample(s) tested and not necessarily to the bulk. 
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TEST REPORT 
Report Reference: TR3910/143962A 
  
Submitted By: SPECTRUM CONTRACT VINYLS,  
 1A FOUNTAYNE ROAD, LONDON, N15 4QL 
 UNITED KINGDOM 
 
F.A.O:  ROB BAGGS 
 
Order Date: 05 September 2014  
 
Order No:  PO01008 
 
Date of Receipt: 05 September 2014 
   
 
Item Description: Colour Palette Vinyl   
Colour: Coffee Cream 
Style No: Colour Palette 
End Use: None Given 
Claimed:  None Claimed 
Vendor: Spectrum Contract Vinyl’s 
 
 
Test Specification: BS 5852 Part 2: 1982 – Methods of test for the ignitibility of upholstered  
   composites for seating by flaming sources. 
 

Test Specifications     
Test method(s) BS 5852 Part 2: 1982 
Water soak (If applicable) BS 5651: 1978 (Amended) Clause 4 
Ignition Source used: Source 5 
Conditioning: 72 hrs ambient / ≥ 16hrs of 20 ± 5ºC of 50 ± 20%. 
Filling Material: CMHR 36100 (Polyurethane) 

 
Conclusion: The sample supplied meets the requirements of BS 5852 Part 2: 1982 – Methods of 

test for the ignitibility of upholstered composites for seating by flaming sources 
 
 
 
Authorized By: Mark Jones    Issue date: 11th September 2014 
 Head of Flammability 
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Note:  The following test results relate only to the ignitability of the combination of materials under the 

particular conditions of test; they are not intended as a means of assessing the full potential fire 
hazard of the materials in use. 

 
9. Test procedures: 
 
 
 

Test Criteria Initial Test Repeat Test 
Flaming ceased within: 7 Min(s)  8 Min(s) 
Glowing ceased at: 9 Min(s) 11 Min(s) 
Smoke ceased at 10 Min(s) 12 Min(s) 
Smouldering criteria 4.1   
Smoulders to extremities N N 
Smoulders through thickness N N 
Progressive smouldering N N 
Damage (mm)   
Length 355 410 
Width 54 73 
Damage (mm)   
Length 59 51 
Width 72 87 
Flaming Criteria 4.2   
Visible flames after 10 Minutes N N 
Escalating Flaming Combustion N N 
Test Assembly Consumed N N 
Flaming to extremities N Y 
Results: NI/5 NI/5 


